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TABLE 2- THE RESULTS OF HARDNESS TEST

SAMPLE Criteria (Shore- A) Measurement (Shore- A)
Clamp Pipe Rubber 50£5 52
THE RESULT:

THE SAMPLES OF PIPE CLAMPS BELONGING TO THE BRAND CALLED NORM OF THE NORM
BAGLANTI VE TESPIT ELEMANLARI SAN. TIC. LTD. STI. IS CONFORMABLE WITH THE
CRITERIA OF TSEK (UBM-00-BK-000 24.08.2010) PIPE CLAMPS — STEEL- SCREWED AND
BRACED.
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